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Stone Supplies Wales LTD,  Date: 27th January 2025 
Unit 13,  
Llantrisant Business Park,   
Llantrisant, 
Pontyclun 
CF72 8LF         

Laboratory Test Report 
 
Test requirements: To determine the dimensions of masonry units in accordance with  
 BS EN 1338: 2003 – Annex C 
 
Sample details: 
 
Type of unit:  Solid Block 
Client Reference: Concrete Blocks (1-6) 
Certificate of Sampling received: No 
Laboratory Ref. No.:  S128426 
Date and time of sampling: Unknown 
Date of receipt at Lab:  16/12/2024 
Date of Test:  15/01/2025 
Sampling location:  Unknown 
Method of sampling:  Unknown 
Sampled by:  Client 
Target specification:  N/A 
Number of Specimens:  6 (Six) 
Tested By:  SW 
 
RESULTS: 
 

 
 
This test report shall not be reproduced, except in full, without the written approval of Celtest Company Limited. These results relate only to the items tested. 

COMMENTS / DEPARTURE FROM SPECIFIED PROCEDURE: 
 
 

Report checked and approved by: 
 
 
 

Aled Roberts 
Concrete Team Manager 

 

l u top l u bottom l u mean w u top w u bottom w u mean h u top h u bottom h u mean

1 434.0 434.5 434.3 96.9 96.8 96.9 213.9 213.6 213.8

2 435.5 435.9 435.7 97.2 97.4 97.3 212.1 212.5 212.3

3 435.1 435.6 435.4 97.6 97.1 97.4 212.4 212.6 212.5

4 433.9 434.8 434.4 96.8 96.7 96.8 212.1 212.4 212.3

5 435.3 436.1 435.7 97.4 97.2 97.3 213.3 213.6 213.5

6 435.3 435.2 435.3 96.6 96.9 96.8 213.6 213.4 213.5

Mean 435.1 Mean 97.1 Mean 213.0

Height (h u) (mm)Length (l u) (mm) Width (w u) (mm)Specimen 

No.


